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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

Name Cervical Collar (Soft) Specification S,ML
The quantity of ;
3 Pieces Lot No. 24041701
sample
Producti
Model KDZJ-1Z-016 rocuction 20240607
Date
Inspection Product registrati
3 JINGFENGXIEBEI20140023 Test item .
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no thread
A spliting, and no damaged , the Qualified
carance a
B both size of support bar and vattie
enhance belt are protected well.
Support PP | Rigid support no deformation,
PPol o , Qualified
elasticity elastic support flexible enough.
Meet th
Test results Velcro strong and firm, no eet e )
Velcro test ) . standard Qualified
disengagement or displacement
Lateral
- 1.2-1.7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection . machine
. In the condition of 20-30 'C room temperature, use tape, needle detector and
Test condition ; ; ; ;
tensile testing machine test all the basic parameters.
Inspection : . .
) According to the test above all the test items are qualified.
Conclusion
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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

Name Adjustable Knee bracelll Specification Universal
The quantity of . )
4 Pieces Lot No. 24041701
sample
Manufacturing
Model KDZJ-XB-007 20240607
Date
Inspection Product registration
P JINGFENGXIEBEI20140023 Test item -
Reference standard
Item Standard Actual results Judgment for each

Should be no dirty ,no thread
spliting, and no damaged , the
Appearance both size of support bar and Qualified
enhance belt are protected
well.

Support bar | Rigid support no deformation,

s ; } Qualified
elasticity elastic support flexible enough.
Meet the
Test results
Velcro strong and firm, no standard :
Velcro test ' 4 Qualified
disengagement or displacement
Lateral
o 1.2-1.7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection machine

. In the condition of 20-30 C room temperature, use tape, needle detector and
Test condition ) ) ; .
tensile testing machine test all the basic parameters.

Inspection . ) ’
. According to the test above all the test items are qualified.
Conclusion
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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

Name Walker Boots Specification S,M,L
The quantity of .
3Pieces Lot No. 24041701
sample
Manufacturing
Model KDZJ-ZH-008 20240607
Date
Inspection Product registrati
nep JINGFENGXIEBEI20140023 Test item e
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no thread
spliting, and no damaged , the .
Appearance ualified
e both size of support bar and Q
enhance belt are protected well.
Support PP | Rigid support no deformation, _
p}:! ) gl_ PP . Qualified
elasticity elastic support flexible enough.
Meet the
Test results Velcro strong and firm, no :
Velcro test . , standard Qualified
disengagement or displacement
Lateral 1.2-1,7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection machine
. In the condition of 20-30 ‘C room temperature, use tape, needle detector and
Test condition ) ) . )
tensile testing machine test all the basic parameters.
Inspection ) . )
. According to the test above all the test items are qualified.
Conclusion
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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

Name Tall Air Walker boots Specification S,M,L XL
The quantity of .
4 Pieces Lot No. 24041701
sample
Manufacturin
Model KDZJ-ZH-018 9 20240607
Date
Inspection Product registrati
3 JINGFENGXIEBEI20140023 Test item FRIREILGS T
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no thread
spliting, and no damaged , the
Appearance both size of support bar and Qualified
enhance belt are protected
well.
Rigid support no deformation,
Support PP & , = . -
.. elastic support flexible Qualified
elasticity
enough.
Test results Velcro StI'OI'lg and ﬁl'ﬂl, no Meet the standard
Velcro test | disengagement or Qualified
displacement
Lateral ) ]
.. 1.2-1.7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection machine

Test condition

In the condition of 20-30 C room temperature, use tape, needle detector and

tensile testing machine test all the basic parameters.

Inspection

Conclusion

According to the test above all the test items are qualified.
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Beijing Jinwei Kangda Medical Instrument Litd.

Certificate of Analysis

Universal/Right
Name Adjustable Elbow Brace II Specification . gh
Universal/Left
The quantity of
LR 4 Pieces Lot No. 24041701
sample
Production
Model KDZJ-ZB-005 20240607
Date
Inspectio Product registrati
pection JINGFENGXIEBEI20140023 Test item RENEERgIIRR
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no thread
spliting, and no damaged , the :
Appearance - Qualified
both size of support bar and
enhance belt are protected well.
Support PP | Rigid support no deformation, )
. . : Qualified
elasticity elastic support flexible enough.
Meet the
Test results Velcro strong and firm, no )
Velcro test . . standard Qualified
disengagement or displacement
Lateral
s 1.2-1.7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection machine

Test condition

In the condition of 20-30 °C room temperature, use tape, needle detector and

tensile testing machine test all the basic parameters.

Inspection

Conclusion

According to the test above all the test items are qualified.
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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

Name Adjustable Ankle Foot Orthosis Specification S/M/L
The quantity of .
4 Pieces Lot No. 24041701
sample
Producti
Model KDZJ-ZH-002 rocuetion 20240607
Date
Inspection ) Product registration
JINGFENGXIEBEI20150036 Test item
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no
thread spliting, and no
damaged , the both size )
Appearance Qualified
of support bar and
enhance belt are
protected well.
Test results Lateral Meet the standard
atera
. 1.2-1.7 times Qualified
elasticity test
Should pass the
Metal residue | testin of  table
, & _ Qualified
detection needle detection
machine
" In the condition of 20-30 ‘C temperature and 50-70% humidity, test all the
Test condition ) )
basic parameters, take the avarage value of three times as test result.
Inspection . . .
. According to the test above all the test items are qualified.
Conclusion :
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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

S/Right
Name Palm Wrist Orthosis Specification S/Left
The quantity of )
4 Pieces Lot No. 24041701
sample
Manufacturing
Model KDZJ-ZW-001 ' 20240607
Date
Inspection Product registrati
i JINGFENGXIEBEI20140023 Test item e
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no thread
spliting, and no damaged , the
Appearance both size of support bar and Qualified
enhance belt are protected
well.
Support bar | Rigid support no deformation,
ppor P _ Qualified
elasticity elastic support flexible enough.
Meet the
Test results
Velcro strong and firm, no standard .
Velcro test , . Qualified
disengagement or displacement
Lateral _ .
L. 1.2-1.7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection machine

Test condition

In the condition of 20-30 C room temperature, use tape, needle detector and

tensile testing machine test all the basic parameters.

Inspection
Conclusion

According to the test above all the test items are qualified.
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Beijing Jinwei Kangda Medical Instrument Litd.

Certificate of Analysis

Name Tall Walker boots Specification S,M,L XL
The quantity of
GHanRty 4 Pieces Lot No. 24041701
sample
Production
Model KDZJ-ZH-019 20240607
Date
Inspection . Product registration
JINGFENGXIEBEI20140023 Test item
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no thread
spliting, and no damaged , the .
Appearance : Qualified
both size of support bar and
enhance belt are protected well.
Support PP | Rigid support no deformation, .
i ) . Qualified
elasticity elastic support flexible enough.
Meet the
Test results Velcro strong and firm, no :
Velcro test . . standard Qualified
disengagement or displacement
Lateral
i 1.2-1.7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection machine
. In the condition of 20-30 C room temperature, use tape, needle detector and
Test condition . . . ;
tensile testing machine test all the basic parameters.
Inspection y ; ;
) According to the test above all the test items are qualified.
Conclusion
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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

Name Knitted Knee brace 11 Specification L
The quantity of )
4 Pieces Lot No. 24041701
sample
Producti
Model KDHX-13 oduction 20240614
Date
I ti Product registrati
Jpesinn JINGFENGXIEBEI20150036 Testitem Todnetiegsraton
Reference standard
Item Standard Actual results Judgment for each

Should be no dirty ,no
thread spliting, and no
damaged , the both size

Appearance alified
pp of support bar and Qualli
enhance belt are
protected well.
Test results Meet the standard
Lateral ) )
. 1.2-1.7 times Qualified
elasticity test
Should pass the
sidue | testin of 1
Metal_re g ta?J e Qualified
detection needle detection
machine

In the condition of 20-30 C temperature and 50-70% humidity, test all the

Test condition ) )
basic parameters, take the avarage value of three times as test result.

Inspection . . :
According to the test above all the test items are qualified.

Conclusion
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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

Name Back Posture Orthosis Specification S
The quantity of )
4 Pieces Lot No. 24041701
sample
Manufacturing
Model KDZJ-JZ-020 20240607
Date
Inspection . Product registration
JINGFENGXIEBEI20140023 Test item
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no thread
spliting, and no damaged , the
Appearance both size of support bar and Qualified
enhance belt are protected
well.
S #+h Rigid support no deformation,
upport bar
pp_ ] elastic support flexible Qualified
elasticity
enough. h
Test results Velero str afi Meet the
elcro strong and firm, no ——
Velcro test | disengagement or Qualified
displacement
Lateral
.. 1.2-1.7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection machine
- In the condition of 20-30°C room temperature, use tape, needle detector and
Test condition ; . . .
tensile testing machine test all the basic parameters.
Inspection
P ) According to the test above all the test items are qualified.
Conclusion
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Beijing Jinwei Kangda Medical Instrument Ltd.

Certificate of Analysis

Name Short Walker Boots Specification S.M,L XL
Th tity of
FRRIy 4 Pieces Lot No. 24041701
sample
Producti
Model KDZJ-ZH-020 rocuction 20240607
Date
Inspectio Product registrati
RS JINGFENGXIEBEI20140023 Test item Faceel Tomatan
Reference standard
Item Standard Actual results Judgment for each
Should be no dirty ,no thread
% spliting, and no damaged , the Qualified
earance ifi
PP both size of support bar and Mg
enhance belt are protected well.
Support PP | Rigid support no deformation,
pP . 8 ] ol ] Qualified
elasticity elastic support flexible enough.
Meet the
Test results Velcro strong and firm, no .
Velcro test . . standard Qualified
disengagement or displacement
Lateral
. 1.2-1.7 times Qualified
elasticity
Metal Should pass the testing of
residue table needle detection Qualified
detection machine

Test condition

In the condition of 20-30°C room temperature, use tape, needle detector and
tensile testing machine test all the basic parameters.

Inspection

Conclusion

According to the test above all the test items are qualified.
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